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1 - General Information 

1.1 Description of LED Light Sources 

Sample Size:  

24 PCS test samples were in good condition and received on 2019-04-28. The samples were numbered from 1 to 12 and 13 to 24. 

#
Manufacturer: Hongli Zhihui Group 
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Multiple 
models 

HL-LH022D101W-
20B2C21(Ra2)-S-

FC 
80 

2700K～
6500K 

21 2 0.1037 598.08 150 0.4832 300 

Multiple 
models 

HL-LH022D101W-
20B2C21(Ra2)-FC 

80 
2700K～
6500K 

21 2 0.1037 598.08 150 0.4832 300 

Multiple 
models 

HL-LH022D102W-
12B2C21(Ra2)-S-

FC 
80 

2700K～
6500K 

21 2 0.083 582.4 120 0.4832 240 

Multiple 
models 

HL-LH022D102W-
12B2C21(Ra2)-FC 

80 
2700K～
6500K 

21 2 0.083 582.4 120 0.4832 240 

Multiple 
models 

HL-LH022D101W-
15B1C32(Ra2)-S-

FC 
80 

2700K～
6500K 

32 1 0.079 598.08 150 0.500 150 

Multiple 
models 

HL-LH022D101W-
15B1C32(Ra2)-FC 

80 
2700K～
6500K 

32 1 0.079 598.08 150 0.500 150 

Multiple 
models 

HL-LH022D102W-
10B1C32(Ra2)-S-

FC 
80 

2700K～
6500K 

32 1 0.0632 582.4 120 0.500 120 

Multiple 
models 

HL-LH022D102W-
10B1C32(Ra2)-FC 

80 
2700K～
6500K 

32 1 0.0632 582.4 120 0.500 120 

Multiple 
models 

HL-LH023D101W-
24B1C54(Ra2)-S-

FC 
80 

2700K～
6500K 

54 1 0.0673 598.08 150 0.6039 150 

Multiple 
models 

HL-LH023D101W-
24B1C54(Ra2)-FC 

80 
2700K～
6500K 

54 1 0.0673 598.08 150 0.6039 150 

Multiple 
models 

HL-LH023D102W-
15B1C54(Ra2)-S-

FC 
80 

2700K～
6500K 

54 1 0.1067 582.4 120 0.6039 120 

Multiple 
models 

HL-LH023D102W-
15B1C54(Ra2)-FC 

80 
2700K～
6500K 

54 1 0.1067 582.4 120 0.6039 120 

Multiple 
models 

HL-LH023D101W-
25B1C60(Ra2)-S-

FC 
80 

2700K～
6500K 

60 1 0.0748 598.08 150 0.4344 150 

Multiple 
models 

HL-LH023D101W-
25B1C60(Ra2) -

FC 
80 

2700K～
6500K 

60 1 0.0748 598.08 150 0.4344 150 

Multiple 
models 

HL-LH023D102W-
18B1C60(Ra2)-S-

FC 
80 

2700K～
6500K 

60 1 0.1186 582.4 120 0.4344 120 

Multiple 
models 

HL-LH023D102W-
18B1C60(Ra2)-FC 

80 
2700K～
6500K 

60 1 0.1186 582.4 120 0.4344 120 

Multiple 
models 

HL-LH023D101W-
24B1C86(Ra2)-S-

FC 
80 

2700K～
6500K 

86 1 0.1072 598.08 150 0.4052 150 

Multiple 
models 

HL-LH023D102W-
18B1C86(Ra2)-S-

FC 
80 

2700K～
6500K 

86 1 0.0858 582.4 120 0.4052 120 

Multiple 
models 

HL-LH023D101W-
28B2C30(Ra2)-S-

FC 
80 

2700K～
6500K 

30 2 0.0748 598.08 150 0.5469 300 

Multiple 
models 

HL-LH023D101W-
28B2C30(Ra2)-FC 

80 
2700K～
6500K 

30 2 0.0748 598.08 150 0.5469 300 

Multiple 
models 

HL-LH023D102W-
18B2C30(Ra2)-S-

FC 
80 

2700K～
6500K 

30 2 0.0599 582.4 120 0.5469 240 

Multiple 
models 

HL-LH023D102W-
18B2C30(Ra2)-FC 

80 
2700K～
6500K 

30 2 0.0599 582.4 120 0.5469 240 

Multiple 
models 

HL-LH023D101W-
30B2C36(Ra2)-S-

FC 
80 

2700K～
6500K 

36 2 0.0897 598.08 150 0.6248 300 

Multiple 
models 

HL-LH023D101W-
30B2C36(Ra2)-FC 

80 
2700K～
6500K 

36 2 0.0897 598.08 150 0.6248 300 
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Multiple 
models 

HL-LH023D102W-
20B2C36(Ra2)-S-

FC 
80 

2700K～
6500K 

36 2 0.0718 582.4 120 0.6248 240 

Multiple 
models 

HL-LH023D102W-
20B2C36(Ra2)-FC 

80 
2700K～
6500K 

36 2 0.0718 582.4 120 0.6248 240 

Multiple 
models 

HL-LH023D101W-
36B2C39(Ra2)-S-

FC 
80 

2700K～
6500K 

39 2 0.0972 598.08 150 0.5762 300 

Multiple 
models 

HL-LH023D101W-
36B2C39(Ra2)-FC 

80 
2700K～
6500K 

39 2 0.0972 598.08 150 0.5762 300 

Multiple 
models 

HL-LH023D102W-
22B2C39(Ra2)-S-

FC 
80 

2700K～
6500K 

39 2 0.0778 582.4 120 0.5762 240 

Multiple 
models 

HL-LH023D102W-
22B2C39(Ra2) -

FC 
80 

2700K～
6500K 

39 2 0.0778 582.4 120 0.5762 240 

Multiple 
models 

HL-LH023D101W-
15B3C24(Ra2)-S-

FC 
80 

2700K～
6500K 

24 3 0.0897 598.08 150 0.6248 450 

Multiple 
models 

HL-LH023D101W-
15B3C24(Ra2)-FC 

80 
2700K～
6500K 

24 3 0.0897 598.08 150 0.6248 450 

Multiple 
models 

HL-LH023D102W-
15B3C24(Ra2)-S-

FC 
80 

2700K～
6500K 

24 3 0.0718 582.4 120 0.6248 360 

Multiple 
models 

HL-LH023D102W-
15B3C24(Ra2)-FC 

80 
2700K～
6500K 

24 3 0.0718 582.4 120 0.6248 360 

Multiple 
models 

HL-LH024D101W-
36B8C12(Ra2)-S-

FC-PM 
80 

2700K～
6500K 

12 8 0.1197 598.08 150 0.4157 1200 

Multiple 
models 

HL-LH024D102W-
28B8C12(Ra2)-S-

FC-PM 
80 

0 0 K
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Device Manufacture Model No Serial No Calibration date Calibration due date 

Standard Light 
Source 

EVERFINE D204 N/A 2019-07-19 2020-07-18 

DC Power Supply BACL B25001 90020 2020-01-07 2021-01-07 

Multilayer aging 
machine 

BACL B2-270 20022 2020-03-11 2021-03-10 

Programmable dc 
power supply 

Xinnuoer PDF 1200-300 N/A 2020-07-01 2021-06-30 

1.4  Drive Level 

Samples are driven with a constant direct current (DC) during maintenance test, photometric and electrical measurement. The current 
value was regulated to within ±3% of the specified value of the manufacturer during maintenance test, and was within ±0.5% during 
photometric and electrical measurement test. 

1.5  Ambient Conditions for Maintenance Test 

For lumen maintenance test, samples within one data set, were installed on cooling boards in thermal chambers with minimal 
ambient airflow. The case temperature and ambient temperature was moni(ing)2156.8
f*d(e)4( )] TJ
ET
BT
1 0 0 1
463.35 477.19 Tm
7(b)yor 
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1.8  Sample Set 

Data Set 1: 85°C, 300mA 

Part Number: HL–LH023D101W-40B2C54(Ra2)-S-FC 

Number of Units: 12 

Case Temperature: >83°C 

Ambient Temperature: >80°C 

Life Test Drive Current: 300mA 

Measurement Current: 300mA 

  

Data Set 2: 105°C, 300mA 

Part Number: HL–LH023D101W-40B2C54(Ra2)-S-FC 

Number of Units: 12 

Case Temperature: >103°C 

Ambient Temperature: >100°C 

Life Test Drive Current: 300mA 

Measurement Current: 300mA 
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2 - Summary of Test Result 

Data Set: 
Sample 

Size 
Failures 

Observed 
Test 

Interval 
Test 

Duration 
α β 

Reported TM-
21 L70Lifetime 

Reported TM-

21 L80 Lifetime 
Reported TM-

21 L90 Lifetime 
1 12 0 1000hrs 10000hrs 3.341E-06 0.993 >55000 hours >55000 hours 30000 hours 

2 12 0 1000hrs 10000hrs 4.445E-06 0.991 >55000 hours 48000 hours 22000 hours 

          

Average Lumen Maintenance (Percentage of Initial Luminous Flux) 

Data Set: 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 10000hrs 

1 98.99% 98.71% 98.40% 98.08% 97.72% 97.37% 97.04% 96.71% 96.42% 96.09% 

2 98.59% 98.19% 97.77% 97.35% 96.92% 96.47% 96.05% 95.62% 95.21% 94.78% 

           

Average Chromaticity Shift 

Data Set: 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 10000hrs 
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3 - Test Data 

3.1  Data Set 1, 85°C, 300mA (Lumen Maintenance) 

No. 
Φ(lm) Lumen Maintenance (%) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 10000hrs 

1 4990.29  99.36 99.07 98.69 98.45 97.84 97.58 97.21 97.01 96.68 96.47 

2 5201.40  99.52 99.37 99.06 98.92 98.62 98.18 97.83 97.16 96.81 96.41 

3 5224.86  98.75 98.63 98.35 97.86 97.71 97.23 97.09 96.75 96.48 96.11 

14990.29 4990.29 99.3699.3699.0799.07    97.8497.8497.5897.58    96.6896.6896.4796.47
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3.2 Data Set 1, 85°C, 300mA (Forward Voltage) 

No. 
Forward Voltage (V) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 10000hrs 

1 159.38  158.77  158.36  158.60  158.53  158.70  158.80  158.77  158.54  158.58  158.39  

2 159.96  159.06  157.96  158.03  157.60  157.24  156.45  156.50  156.76  157.07  157.64  

3 160.44  159.93  158.42  158.68  158.03  157.64  156.60  156.87  156.10  156.26  155.65  

4 161.73  160.51  159.08  159.68  159.45  159.32  158.96  158.17  157.02  157.08  155.99  
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3.4 Data Set 2, 105°C, 300mA (Lumen Maintenance) 

No. 
Φ(lm) Lumen Maintenance (%) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 10000hrs 

13 5324.54  98.69 98.26 97.70 97.28 96.76 96.41 95.89 95.48% 95.02% 94.45% 

14 5166.21  98.60 98.29 97.63 97.08 96.48 96.00 95.48 95.28% 94.70% 94.27% 

15 5201.40  98.27 97.78 97.45 97.06 96.69 96.27 95.95 95.48% 94.89% 94.53% 

16 5195.54  98.21 97.87 97.28 97.13 96.60 96.11 95.91 95.48% 95.25% 94.75% 

17 5142.76  98.79 98.44 98.09 97.70 97.24 96.89 96.36 95.87% 95.43% 94.86% 

18 5177.94  98.66 98.30 97.99 97.33 96.78 96.20 95.92 95.48% 94.93% 94.59% 

19 5189.67  98.45 97.85 97.37 96.99 96.54 96.23 95.91 95.48% 95.22% 94.84% 

20 5136.89  98.93 98.63

 98.63 98.63 98.63 98.63 

98.63 98.63 

98.63 98.63
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3.5 Data Set 2, 105°C, 300mA (Forward Voltage) 

No. 
Forward Voltage (V) 

0hr(Initial) 1000hrs 2000hrs 3000hrs 4000hrs 5000hrs 6000hrs 7000hrs 8000hrs 9000hrs 10000hrs 

13 160.68  158.67  157.94  158.05  157.73  157.52  156.99  156.75  155.98  155.97  155.89  

14 159.90  157.92  157.50  157.58  157.54  157.58  157.58  157.62  157.66  157.74  157.86  

15 160.85  159.53  158.86  159.18  159.13  159.14  159.10  159.07  159.00  158.90  158.73  

16 160.45  158.30  158.16  158.38  158.76  158.36  158.34  157.92  157.48  157.62  157.32  

17 160.12  156.39  156.43  156.15  156.21  156.29  156.43  156.65  157.01  157.59  157.63  

18 159.87  158.22  157.67  157.79  157.66  157.65  157.51  157.36  157.07  156.93  156.50  

19 160.06  157.39  157.18  157.61  158.13  158.08  158.55  158.47  158.26  158.37  158.27  

20 159.93  158.65  157.94  157.82  157.29  156.64  156.46  156.63  156.62  156.78  156.93  

21 159.84  158.62  157.91  158.04  157.76  157.61  157.18  156.96  156.31  156.44  156.52  

22 160.03  158.56  157.74  157.77  157.28  156.82  156.87  156.46  156.10  156.33  156.20  

23 160.25  157.72  157.08  157.25  157.08  157.08  156.91  156.74  156.40  156.59  156.44  

24 159.90  157.11  156.66  156.56  156.31  156.46  156.36  156.41  156.36  156.36  156.31  

Avg. 160.16  158.09  157.59  157.68  157.57  157.44  157.36  157.25  157.02  157.14  157.05  

Med. 160.05  158.26  157.71  157.78  157.60  157.55  157.09  156.86  156.82  156.86  156.73  

st dev 0.34  0.84  0.67  0.79  0.86  0.84  0.89  0.86  0.93  0.90  0.90  
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4 - DUT Photo 

4.1  
#
Mechanical Dimensions 

 
All dimensions are in millimeter  

4.2 DUT Photo 
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Directions 

1. The information marked “superscript #” is provided by the applicant, the laboratory is not responsible for its 

authenticity and this information can affect the validity of the result in the test report. 

2. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. 

3. Otherwise required by the applicant or Product Regulations, Decision Rule in this report did not consider the 

uncertainty.  

4. The extended uncertainty given in this report is obtained by combining the standard uncertainty times the 

coverage factor K with the 95% confidence interval. 

5. This report cannot be reproduced except in full, without prior written approval of the Company.  

6. This report is valid only with a valid digital signature. The digital signature may be available only under the Adobe 

software above version 7.0. 

***********END OF REPORT*********** 


		2020-08-14T16:42:39+0800
	熊沈明


		2020-08-14T16:46:48+0800
	Bay Area Compliance Laboratories Corp.(Dongguan)




